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105 - Ca0,2Zn0,8Fe2O4 106 - Mg0,2Zn0,8Fe2O4/Zn 

 

 

107 - Fe3O4  
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151 - Mg0,2Zn0,8Fe2O4/Zn 152 - Ca0,2Zn0,8Fe2O4/Zn 

  
153 - ZnFe2O4/Zn 154 - ZnFe2O4 



 149 

  
155 - Ca0,2Zn0,8Fe2O4 156 - Mg0,2Zn0,8Fe2O4 
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201 - Mg0,2Zn0,8Fe2O4/Zn 202 - Ca0,2Zn0,8Fe2O4/Zn 

  
203 - ZnFe2O4/Zn 204 - ZnFe2O4 
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205 - Ca0,2Zn0,8Fe2O4 206 - Mg0,2Zn0,8Fe2O4 

  
207 - Fe3O4 pojivo 
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